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Metal alkoxides are the most commonly used sol-gel process precursors. Most 
alkoxides show excessive reactivity towards water. That leads to rapid hydrolysis, metal 
hydroxide formation, and immediate precipitation. The reactivity of alkoxides can be 
reduced by modification with chelation agents. Chelation influences the gelation process, 
which is reflected in gel structure and properties of the final material. In this short re-
view, the chelation process, the oligomerization phenomena, and the influence of the 
chelating agent on the gel structure are discussed. Peculiarities of the use of FTIR and 
NMR, as methods particularly suitable for the investigation of chelation process, are 
described taking ethyl acetoacetate as an example.
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Introduction

According to IUPAC1, chelation is the forma-
tion of bonds between two or more separate binding 
sites within the same ligand and a single central 
atom. Thus, a chelate is a complex molecule con-
taining a heterocyclic ring formed by chelation. The 
term chelate comes from the greek word χηλή, 
meaning claw, such as lobster’s (Fig. 1).

When two binding sites are used by the ligand 
for the formation of the chelate, the ligand is called 
bidentate, if three binding sites are used, the ligand 
is tridentate, etc. Monodentate ligands form a single 
bond to the central atom, and thus complexes with 
monodentate ligands are not called chelates.

Web sources most commonly associate the 
term chelation with a medical procedure used for 
the removal of heavy metals from the body, called 
chelation therapy2. Another use for medical purpos-
es is the preparation of contrast agents for MRI 
scanning3.

However, the chelation process and chelation 
created complexes find numerous utilizations in 
chemistry, chemical engineering, environmental 
protection, etc. Metal chelates are used in chemical 
vapor deposition (CVD) process, since they evapo-
rate at relatively low temperatures (so-called metals 
with wings), thus enabling easy metal deposition4. 
Chelates are also used in analytical chemistry for 

extraction and separation5, homogeneous catalysis6, 
water treatment processes7, and even as electrolumi-
nescent materials for displays8.

However, the true subject of this paper is the 
use of chelates and the chelation process in material 
science, particularly in the sol-gel process.

Sol-gel process

The sol-gel process is a synthesis procedure in-
volving the transition of a system from a liquid 
“sol” into a solid “gel” phase9. Among other forms 
of ceramic materials, such as monolite ceramics, 
coatings, membranes, fibers, etc., the sol–gel meth-
od enables the preparation of pure and ultrafine 
powders at low temperatures10.

The most common precursors for the sol-gel 
synthesis are metallic alkoxides. The sequence of 
chemical reactions involved in the sol-gel process 
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F i g .  1  – Chelation of a metal with acetilacetone. Chelate 
having six-membered metal acetilacetonate ring is 
formed.
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begins with the nucleophilic substitution of the 
alkoxy group with hydroxyl, i.e. hydrolysis11:

 M(OR)x + yH2O à M(OR)x–yOHy+ yROH, 

where M is the central metal atom, OR alkoxy 
group, OH hydroxyl group, while x and y are stoi-
chiometric coefficients. What follows is water or 
alcohol condensation12:

M(OR)x–1OH + M(OR)x–1OH à  
à M(OR)x–1–O– M(OR)x–1 + H2O

M(OR)x–1OH + M(OR)x à  
à M(OR)x–1–O– M(OR)x–1 + ROH

If the coordination of metallic centers is not 
fully satisfied, the formation of oxygen bridges, ox-
olation, is competed with olation, the formation of 
hydroxo bridges12,13:

MOH + HOM à M(OH)2M.

Finally, branched oligomers and polymers with 
a metal oxo (hydroxo) based skeleton, and residual 
reactive hydroxo and alkoxy groups are formed. 
When still colloidal, these structures are called sol. 
When they reach monolith form, entrapping the sol-
vent and process byproducts, the formed structure is 
called gel.

The process is controlled through hydrolysis 
ratio, h=n(H2O)/n(M), temperature, catalysis, and 
solvents. However, when metal alkoxides highly 
susceptible to nucleophilic attack, such as Al, Ti or 
Zr alkoxides, are used as precursors, these control 
mechanisms are insufficient.

Two main reasons for high susceptibility to nu-
cleophilic attack are low electronegativity and coor-
dination unsaturation of the metal ion. Due to low 
electronegativity, metals show high Lewis acidity, 
and due to the presence of an electronegative alkoxy 
group, the acidity is increased14. Therefore, the met-
al acts as an electron pair acceptor in reaction with 
a Lewis base, forming a new bond. Metallic alkox-
ides are coordinately unsaturated since their valence 
does not enable the establishment of desirable coor-
dination15, i.e., the charge of the ion does not allow 
the atom to be coordinated as require the relative 
sizes of the metal ion and surrounding ligands. 
Therefore, metal alkoxides show great reactivity to 
nucleophilic compounds such as water, which leads 
to rapid hydrolysis, the formation of metal hydrox-
ide and its immediate precipitation16.

If rapid hydrolysis of one of the precursors oc-
curs, then both homogeneity and microstructure are 
exacerbated. The consequence of inhomogeneity is 
a higher temperature and prolonged heating time re-
quirements in the course of post-thermal treatment 
in order to obtain the aimed ceramic material10. Be-

sides being undesirable from the process economy 
and environmental protection points of view, the 
high thermal treatment temperatures inevitably re-
duce specific surface area10. Sometimes, the appear-
ance of secondary phases due to local stoichiometry 
anomalies, even after prolonged thermal treatment 
at high temperatures, could not be avoided. On the 
other hand, the microstructure of the wet synthesis 
output affects the microstructure of the ceramic 
product obtained by thermal treatment10.

Chelation

In order to achieve homogeneity and micro-
structure of the final product, control over the sol-
gel transformation is required, and that involves 
control over the alkoxide hydrolysis rate. In order to 
establish control over the hydrolysis process, alkox-
ides need to be modified by substituting a portion of 
the alkoxy groups with ligands having greater sta-
bility toward hydrolysis and enabling the expansion 
of the coordination sphere15, thus, occupying the 
sites of water attack. In such manner, complexes of 
type M(OR)x–yLy, where M is the central metal atom, 
OR alkoxy group, L ligand, and x and y stoichio-
metric coefficients, are formed. The chelation pro-
cess, considering multiple substitutions of alkoxy 
groups with chelating ligands, can be described 
with the equation:

 M(OR)x + yHL à M(OR)x–yLy+ yROH. 

For the purpose of chelating, various molecules 
such as carboxylic acids17, amines18, aminopolycar-
boxylic acids19, diesters20, b-diketones21, and b-ke-
toesters,10 etc., could be used. The latter two are par-
ticularly suitable due low price and availability22. 
The replacement of the alkoxy group with multi-
dentate anionic ligand yields a stable bond to the 
metal, while the charge of the complex remains un-
changed. Fig. 2 depicts the chelation process of a 
divalent metal ion with b-diketone.

Chelation leads to the reduced presence of hy-
drolysable alkoxy groups and the increase in metal 
coordination number, yielding steric shielding and 
lowering of Lewis acidity of metal center20. Thus, 
the reactivity of the complex is reduced and the hy-
drolysis rate is slowed down23–25.

The hydrolysis rate is also influenced by the 
strength of the chelate bond and the alkoxide to li-
gand ratio26. Multiple factors contribute to the sta-
bility of the metal chelate: the number of rings that 
the chelating agent molecule forms with the metal 
ion, the size of the ring, the nature of donor atoms, 
resonance stabilization, and steric shielding27. From 
the thermodynamic point of view, a significant con-
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tribution to the stability of the chelate comes from 
the entropy increase27.

Coordination of the chelating ligand also hin-
ders condensation24. The condensation process is 
also influenced by the reduction of reactive sites, 
since the degree of cross-linking drops. The chelat-
ing ligand may even impose steric limitation affect-
ing the direction of condensation26. That is reflected 
in the final gel structure and properties of the final 
material23.

However, it should be mentioned that there are 
opinions that hydrolysis and subsequent condensa-
tion do not decrease, but rather increase with the 
introduction of chelating ligands28. The same au-
thors claim that the gelation process has no direct 
relation with the hydrolysis and condensation pro-
cesses29, and see the role of chelating ligands as sur-
factants stabilizing oxide nanoparticles generated 
by hydrolysis and condensation30. Such opinions 
have been disproved by numerous papers, some of 
them by this autor, e.g.31

When factors influencing the gel structure are 
considered, alkoxide oligomerization should also be 
mentioned. Namely, beside susceptibility to nucleo-
philic attack, another consequence of disagreement 
between coordination and valence is oligomeriza-
tion. Since metal alkoxides have unsaturated coor-
dination, they tend to expand their coordination via 
formation of alkoxo (OR) bridges, thus forming 
oligomeric molecular structure (Fig. 3). Therefore, 
many alkoxides exists as dimers, trimers or tetram-
ers32,33. The degree of oligomerization is proportion-
al to the size of the metal atom, and inversely pro-
portional to the oxidation state and steric demand of 
the alkoxy group34. The degree of oligomerization 
influences alkoxide reactivity, since the increased 
degree of oligomerization lowers the capability to 
coordinate donor molecules34. Coordination expan-
sion could also be realized through solvate forma-
tion11, e.g., Zr(Oi-Pr)4(i-PrOH)2 is formed when zir-
conium iso-propoxide is dissolved in isopropanol.

Metal alkoxides tendency toward oligomeriza-
tion is retained after chelation35. However, besides 
reducing the metal ion accessibility to water, the 
chelation affects the degree of oligomerization, and 
thus influences the structure of the obtained che-
late35. At lower chelation agent to alkoxide ratio, the 
degree of oligomerization remains unchanged as far 
as the chelation agent is able to provide the increase 
in metal atoms coordination saturation (Fig. 4a). At 
increased chelation agent to alkoxide ratio, metal 
atom saturation could be achieved with the chela-
tion alone, thus leading to the reduction of oligom-
erization degree (Fig. 4b), which is the reason for 
the prevalence of monomeric chelate molecules at 
high chelation agent to alkoxide ratio.

F i g .  2  – Keto-enol tautomerism of b-diketone, b) formation 
of diketonate anion, c) formation of the six-membered chelate 
ring

F i g .  3  – Schematic representation of aluminium alkoxide te-
tramer. While in monomer, aluminium is coordinated with three 
oxygens. In tetramer, terminal aluminium atoms are four-coor-
dinated and central aluminium atom is six-coordinated.

F i g .  4  – Schematic representation of a) bis-chelated dimer, 
and b) bis-chelated monomer of titanium alkoxide, both having 
six-coordinated titanium atoms
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Influence of the chelation agent on the 
structure and microstructure of the final 
product

The amount of chelating agent suitable for ad-
dition to the alkoxide depends on the ratio of the 
chelating agent and alkoxide at which the coordina-
tion saturation of alkoxide molecule is achieved. 
However, while partial replacement of alkoxy 
groups with chelating agent in the presence of a 
moderate amount of water will lead to slow conden-
sation25, if alkoxy groups are completely replaced 
with chelating agents, hydrolysis and thus conden-
sation could be completely prevented37.

But even if particular chelate stoichiometry is 
aimed through the chelation process, different oligo-
mers, having various oligomerization degrees and 
various chelation agent to alkoxide ratios, as well as 
various isomers of those chelates, could be present 
in the solution38. Their quantitative relationships, 
besides alkoxide and chelating agent, stoichiometry 
and oligomerization, depend on temperature and 
solvent35,39, and even on the kinetics of the chelation 
process since the process of attaining equilibria 
could be slow. The sol-gel synthesis process condi-
tions are usually such that no crystallization of che-
lates occurs. However, chelates could form crystal 
structures38.

In the presence of a moderate amount of water, 
the hydrolysis of complexes with ligands forming 
stable chelates affects almost exclusively alkoxy 
groups25. Therefore, since the presence of the che-
lating agent changes the functionality of the alkox-
ide, it affects the hydrolysis and condensation pro-
cess, and thus the gel network formed later through 
hydrolysis and condensation40. Another way of af-
fecting the gel morphology through the influence on 
the polycondensation process is the limitation of 
polymer chain development in directions in space 
shielded by the chelation agent25. Finally, ligands 
can bear groups with additional functionality, i.e., 
polymerizable groups such as metacrylates41, which 
can also affect the gel structure. Namely, when li-
gands with unsaturated bonds are used, gel network 
may be modified in a sense that inorganic segments 
of the gel network with –M–O–M– bridges are 
linked through polymerized ligands42. Also, a higher 
chelation agent to alkoxide ratio and a moderate 
amount of water enable the obtaining of small col-
loidal particles, while a decrease in the chelation 
agent to alkoxide ratio and an increase in water 
amount will yield larger sol particles11. Besides par-
ticle size, it was established that the chelating agents 
affect the shape of the final nanopowder43. It has 
also been noted that chelating agents influence ag-
glomeration and precipitation of particles in the 
course of hydrolysis, as the ratio of chelating agent 
to alkoxide increased, the agglomeration de-
creased24.

Therefore, variations in chelate structures af-
fect the processes of hydrolysis and condensation, 
and, in turn, the structure and microstructure of the 
obtained gel, the crystallization process, the phases 
formed, and the final properties of the material38. 
Thus, chelation enabled the obtaining of, e.g., orga-
nized porous alumina with a denser and isotropic 
structure44, alumina aerogels45, hierarchically po-
rous TiO2 monolyths46, and compact and smooth yt-
tria thin films47. Of course, thermal treatment also 
has great influence on the properties of the obtained 
material. Namely, in the course of thermal treat-
ment, the organic phase is removed. The intensity 
of this process is controlled by thermal treatment 
regime and could greatly affect texture, microstruc-
ture, and structure of the final material.

Methods suitable for the investigation 
of the chelation process

In the course of chelate formation, the chelat-
ing agent molecule can lose a hydrogen atom, elec-
tron delocalization occurs, and a ring is formed. 
Such changes enable the monitoring of chelation, as 
well as subsequent hydrolysis. Some of the best 
methods for this task are nuclear magnetic reso-
nance (NMR) and Fourier transformed infrared 
spectroscopy (FTIR)23,36,38. A good example of uti-
lizing FTIR and NMR for the investigation of the 
chelation process is the preparation of chelates with 
β-diketones or β-ketoesters. Those molecules under-
go keto-enol tautomerism, i.e., equilibrium between 
two tautomers, keto and enol exists. The process is 
typical for aldehydes and ketones when the carbon 
adjacent to the carbonyl group (C=O), a-carbon, 
possesses a hydrogen (a-hydrogen). The transfor-
mation process involves the movement of a-hydro-
gen to carbonyl oxygen, which thus becomes a hy-
droxyl group, and the formation of carbon-carbon 
double bond (Fig. 5)23.

As in most ketones and ketoesters, the keto 
form predominates in ethyl acetoacetate40. Howev-
er, in the course of keto-enol interconversion, the 
deprotonated intermediate, enolate anion, appears. 
Being a strong nucleophile, in the presence of 
alkoxide, monocharged enolate substitutes its 
alkoxy groups, thus forming a chelate (Fig. 5). The 
chelation process influences the keto-enol equilibri-
um, shifting it strongly towards the enolic form23 
since it is removed from the process by formation 
of chelate.

The described processes, keto-enol equilibria, 
chelation, as well as hydrolysis, could be investigat-
ed using infra-red spectroscopy. The most charac-
teristic absorption bands of keto tautomer of ethyl 
acetoacetate are at ~1,750–1,720 cm–1 due to the 
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C=O stretching vibration of two carbonyl groups. 
The most characteristic band of enol tautomer is at 
~1,650 cm–1 due to hydrogen bonding between the 
C=O and hydroxyl group, as well as at ~1,630 cm–1 
due to alkene bond in conjugation with a carbonyl 
group (Fig. 6). Forming a chelate with, e.g., Al Eaa, 
shows characteristic bands at ~1,610 cm–1 due to 
C–O vibration in enolate bonded to Al, as well as a 
band at ~1,525 cm–1 due to C–C vibration of six 
membered ring of the complex (Fig. 6)23,47. The 
same bands appear at similar wavenumbers for Ti 
chelated with ethyl acetoacetate22,36.

However, beside qualitative, 1H NMR method 
enables even quantitative interpretation of the keto 
– enol–bonded enolate relationships. In the course 
of ethyl acetoacetate keto to enol transformation, 
one hydrogen atom attached to a-carbon between 
two carbonyl groups moves to carbonyl oxygen. 
That causes the disappearance of methylene (–CH2–) 
protons signal at 3 ppm (Fig.7, K3) and the appear-
ance of methyne proton signal at 5 ppm (Fig. 7, 

E3). When bonded in Al chelate, enolate methyne 
proton signal shifts to 5.22 ppm (Fig. 7, C3). All 
other resonances also experience shifts when one 
tautomer transforms to another or when enolate 
bonds with metal forming chelate23. Again, similar 
spectral changes occur when Ti chelate with ethyl 
acetoacetate is formed36.

Additionally, if 1H NMR resonance signals that 
should otherwise be singlets, such as methyne pro-
ton between two carbonyl groups (Fig. 7, K1, E1), 
exhibit multiplets (Fig. 7, C2), that is an indication 
of the presence of either inequivalent chelating sites 
or of various chelate molecules36. The variations in 
the intensity of these signals with the chelation 
agent to metal alkoxide ratio could enable the de-
duction of the compounds (various oligomers and 
isomers) present, as well as their quantitative rela-
tionships36. In order to do so, the deconvolution of 
spectral segments with characteristic signals and 
mass balance procedure should be performed36.

F i g .  5  – Keto-enol tautomerism of ethyl acetoacetate and formation of a chelate between 
metal alkoxide and ethyl acetoacetate a) keto tautomer, b) enol tautomer, c) chelate. Labels 
are introduced for 1H NMR peaks description.

F i g .  6  – FTIR spectra of ethyl acetoacetate and aluminium 
chelate. K – typical keto tautomer bands, E – typical enol tau-
tomer bands, C – typical chelate bands.

F i g .  7  – 1H NMR spectra of sample containing keto and enol 
tautomer of ethyl acetoacetate and aluminium chelate. Peaks 
are labeled according to Fig.  5.
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13C NMR, 27 Al NMR, as well as 2D NMR 
methods also proved as very useful methods in the 
investigation of the chelation process, as well as 
further hydrolysis and condensation processes36,47.

Conclusion

In this review, sol-gel synthesis control using 
the chelation process is described. It is shown how 
chelation affects the rate of hydrolysis, the degree 
of oligomerization, the hydrolysis products, and the 
gel structure. The methods providing insight into 
the structure of the complexes formed are addressed. 
The importance of chelate processes investigations 
for the control of the sol-gel synthesis outcome is 
emphasized.
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